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TexHuuyeckue XapaKTepuCTUKH

Homuxapoonar CLARNATE® HL6227

CneymanbHan
oobLaa uHpopmauma
CBoucrtea « HN3Kom BA3KOCTU e UV cTabnnmsayma, nobaska obnervatowas cbem
nsgennii c opmbl
MpumeHeHue « ABTONpPOM NMpounssoacTeodap
BHewHMUBUA, «[Ipo3payHbIn
®dopma Bbinycka -TpaHynbl
MeTop nepepabotku ¢ JlnTbe nog, AasneHnem
OcHOBHbIE XaPAKTePUCTUKH
CpoiicTBa Craunpapr YciaoBus En. 3Hayenue
H3MepeHus H3MEpEeHHS

DuznyecKue
TP ASTM D1238 300°C/1.2kr r/10 Mmun 22

ASTM D1238 300°C/1.2xr cm3/10mMun -
Ycanka ASTM D955 - % 0.5-0.7
BuaromnorJiomenue ASTM D570 23°C,244 % 0.2
IlnoTHOCTH ASTM D792 - r/cm? 1.2
Mexanndeckune
IIpoyHocTh IpH pa3pbiBe ASTM D638 50 MM/MUH Mlla 68
Moayab ipu pacTsiKeHUH ASTM D638 1 mm /MuH Mlla 2300
IpenenTexyyecTu ASTM D638 50 mm/mMuH Mlla 65
Jedopmanusinpu npeaese ASTM D638 50 MM/MuH % 6
TeKy4YecTH
Yanunenue npu pa3pbie ASTM D638 50 Mmm/MUH % 120
I[IpouHocTHNPHU H3rNGe ASTM D790 2 MM/MUH MIla 97
MoayJib ynpyrocTu ASTM D790 2 MmM/MuH MIla 2300
Ynapuasn Bsazkoctbno M3oay (¢ ASTM D256 23°C K J[ox/M? 72
HA/Pe30M)
TennoBbie
TemmnepaTypa pa3MsryeHus ASTM D648 1.82MlIla;3.2mMm T 127
MO/l HATPY3KOW
Temmeparypa pasmsirdennsimo  ASTM D1525 120°C/4;50H T 147
Buka
OnrTnyeckue
MyTHOCTH ASTM D1003 3MM % <0.8
CaertomnponyckaHnue ASTM D1003 3MMm % 89
IMoka3aTrensnpenomiaeHus ASTM D542 - - 1.586
TI'oprouectn

UL 94 3 MM : HB

1.5mMm V2

DyleKTpUYecKne




&y wannua

100 I - 3.1
JmiekTpudeckasi NPOHUIAeMOCTh
IMI'a - 3.0
100 'y 104 5
JudnekTpuyecKue noTepu
IMI'n 104 90
O0beMHOe CONTPOTUBIICHHE - Om- 10%
M
IloBepxHOCTHOE CONMPOTHUBJIEHHE
1016
- OMm
DJIEKTPHYECKAsA IPOYHOCTh Ivm kBm 34
M
Ioxa3zaTesb npodos Bapuant B 250
A
ITapameTpsbl nepepadoTKH
TemnepaTtypa CylIKd C 120
Bpems cymku q 5
TemmnepaTtypa JuTbs C 280-300
Temmnepartypa ¢opMbl C 80
CKoOpoCTh TUTHA MM/c 50
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